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PROPERTY PMP-P-300A Test Method
Thickness(mm) 0.2~6.0 ASTM D374
Specific Gravity 2.2 ASTM D792
Hardness(Shore A) 2015 ASTM D2240
Tensile Strength(Kgf/cm?) 2 ASTM D412
Elongation(%) 60 ASTM D412
Continuous Use Temp(°C) -40~180 ===
Thermal Conductivity(W/mK) 1.3 ASTM E1530
Volume Resistance(()-cm) 10" 1 ASTM D257
60 Hz 6.3
Dielectric
Constant( ¢ ) 1K Hz 5.7 ASTM D150
1M Hz 5.3
UL File Number 94V-0 E153203
RoHS PASS SGS ICP Test
Halogens free PASS SGS Test
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